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Band-gap tuning of lead halide perovskites using a
sequential deposition process†

Sneha A. Kulkarni,*a Tom Baikie,a Pablo P. Boix,a Natalia Yantara,a Nripan Mathews*abc

and Subodh Mhaisalkarab

Band-gap tuning of mixed anion lead halide perovskites (MAPb(I1�xBrx)2 (0# x# 1)) has been demonstrated

by means of a sequential deposition process. The optical properties of perovskite hybrids can be flexibly

modified by changing (mixing) the concentration of halogen precursors. The concentrations of precursor

solution as well as the conversion time play an important role in determining the band-gap of

perovskites. A systematic shift of the absorption band edge to shorter wavelengths is observed with

increasing Br content in the perovskite films, which results in the decrement of the photocurrent.

Nanorod like morphological features are also observed for perovskite films with an iodide to bromide

molar ratio of <0.7.
Recently, organic–inorganic lead halide perovskites have
attracted enormous attention as photovoltaic materials1–4 due
to their good electrical5,6 and optical properties,7–10 as well as
their solution processability.11–23 Initial efforts were made by
using organolead halide perovskites as sensitizers in dye
sensitized solar cells (DSCs).1 However, due to dissolution of
the perovskite in the electrolyte, the performance degraded
rapidly.24 Subsequently, a power conversion efficiency (PCE) of
9.7% was reported for solid-state mesoscopic solar cells
employing CH3NH3PbI3.25 In the initial solid state reports, the
perovskite layers were deposited using a single-step deposition
from a solvent. However, the application of a double-step
procedure (involving the inltration of the TiO2 mesoporous
layer with PbI2 and subsequent in situ conversion to
CH3NH3PbI3) has resulted in a record PCE of 15%.26 In addi-
tion to impressive efficiencies, an attractive feature of these
classes of materials is the facile band-gap tunability, achiev-
able through appropriate halide substitutions, resulting in an
array of translucent colours. The mixed halide perovskite has
been proposed to be more chemically stable than pure
CH3NH3PbI3, which decomposes to PbI2 under humid condi-
tions.4,26 Typically, the perovskite structure consists of a three-
dimensional network of corner–corner connected MX6 octa-
hedra, where the M (metal) cation is located at the centre of
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the octahedra and X (Cl, Br, I) lies in the corners around M.
Computational calculations for mixed perovskite systems
show the existence of two different types of structures with
different electronic properties whose relative stability varies by
varying the contribution of ‘X’ as well as their position in
octahedra (X ¼ Cl, Br, I).27 In the case of mixed halide perov-
skites, for instance, in MI4X2 (X¼ Cl or Br) octahedra, Cl atoms
preferentially occupy the apical positions, while Br atoms may
occupy apical sites as well as equatorial positions. However,
this would imply that mixed anion perovskites adopt a non-
cubic symmetry. The variation in the composition of the
halides in the lead perovskites modulates their optical prop-
erties, which directly inuences the light harvesting capability
of the photoanode and thus the short-circuit photocurrent
density of the devices.27 In the previous report on band-gap
tunable mixed halide perovskites for solar cell applications,
the perovskite lms were prepared using a single step depo-
sition process.26 Here, we demonstrate the adaptation of a
sequential deposition process to enable band-gap tuning of a
mixed halide perovskite sensitizer. A lm of lead iodide (PbI2)
was rst deposited onto a mesoporous (mp)-TiO2/bl-TiO2/FTO
substrate using spin-coating. The spin-coated lms were
subsequently annealed and aer cooling were dipped into
mixed methyl ammonium iodide (MAI)/methyl ammonium
bromide (MABr) (v/v) solutions in isopropanol (subsequent
molar concentrations were calculated) to form the mixed
perovskites. Detailed characterization of the perovskite lms
was carried out using optical absorption spectroscopy, X-ray
diffraction (XRD) and eld emission scanning electron
microscopy (FE-SEM). The photovoltaic device performances
of the mixed halide perovskite systems were characterized in
detail indicating that high efficiency is possible by optimizing
fabrication parameters.
J. Mater. Chem. A, 2014, 2, 9221–9225 | 9221
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Fig. 1 UV-Vis absorption spectra of the mixed halide lead perovskite
(MAPb(I1�xBrx)3 (0 # x # 1)) films formed via a sequential deposition
process. The numbers 1–7 correspond to the mixed lead halide
perovskite films with different halide (iodide/bromide) compositions as
estimated in the corresponding table. The inset shows the photo-
graphs of mixed lead halide nanocomposite perovskite films on FTO
substrates.

Table 1 The variation in volume and molar ratio of MAI and MABr,
measured band gap values and estimated composition of halides
(iodide/bromide) in the perovskite film, the composition is estimated
using the equationa

Film
no.

MAI : MABr
(v/v)

MAI : MABr
(moles)

Measured
band gap (eV)

aEstimated
composition of lms26

1 1 : 0 — 1.56 MAPbI3
2 4 : 1 2.85 1.62 MAPb(I0.88Br0.12)3
3 2 : 1 1.42 1.69 MAPb(I0.74Br0.26)3
4 1 : 1 0.70 1.79 MAPb(I0.58Br0.42)3
5 1 : 2 0.35 1.96 MAPb(I0.41Br0.59)3
6 1 : 4 0.17 2.01 MAPb(I0.28Br0.72)3
7 0 : 1 — 2.23 MAPb(I0.05Br0.95)3
a Eg(x) ¼ 1.57 + 0.39x + 0.33x.
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Results and discussion

In the sequential deposition process, two different approaches
can be used to tune the band-gap of the mixed halide perov-
skites: xing the molar ratio of the mixed halide (i.e.
MAI : MABr) solution while varying the dipping time of the PbI2
lm, and varying the molar ratios of the mixed halide solutions
whilst dipping the PbI2 lms for a constant time period. In the
rst approach, the dipping time of the PbI2 lms in the mixture
of MAI & MABr was varied from 30 s to 20 minutes. Ex situ UV
measurements for various dipping times were carried out to
estimate the band gap of the lms. The estimated band-gap for
the standard MAPbI3 perovskite lms (formed by dipping the
PbI2 lm only in pure MAI solution) was noted to be invariant
with respect to the dipping time with an observed band-gap of
1.56 eV consistent with earlier reports (ESI Fig. S1(A)†). For PbI2
lms dipped in the 1 : 1 mixture of MAI : MABr, a band-gap
variation from 1.69 eV to 1.82 eV is observed at different dipping
time intervals. The band-gap subsequently stabilized at 1.75 eV
aer 20 minutes of dipping time (ESI Fig. S1(B)†). This may be
due to the relative stability of the perovskite formed at a
particular time interval, which is mainly dependent on the
contribution of ‘X’ (X ¼ I & Br) as well as the position of X in the
octahedra. Another factor to be considered is the relative solu-
bility of halide perovskites in the isopropanol solution. Inter-
estingly, a clear blue shi in the absorption band-edge is
observed for the perovskite lms formed by dip coating the PbI2
lms in pureMABr solution for different time intervals. Analysis
of such perovskite lms formed at 0.5 min, 5 min, 10 min & 20
min dipping time intervals indicates an absorption edge of 660
nm, 645 nm, 625 nm & 556 nm corresponding to band-gaps of
1.89 eV, 1.92 eV, 1.98 eV & 2.23 eV respectively (ESI, Fig. S1(C)†).
Thus a systematic band-gap shi to the wider band-gap region
is observed with respect to the dipping time in the pure bromide
precursor indicating that band-gap tuning is possible by
controlling the composition of the halide precursor and varying
the dipping time interval of the metal halide lm in the
precursor solution. In addition, as per optical absorption
measurements, it is also noted that the 15–20 minute dipping
time interval is needed for complete transformation of perov-
skite to a stable composition.

In order to evaluate the effect of the concentration, the PbI2
lms were dipped at a xed time interval i.e. �20 minutes into
various molar compositions of the halide precursor solutions.
For ease of experimentation, the solutions were prepared by
varying the volume ratio of MAI and MABr for a known
concentration. The UV-Vis absorption spectra of MAPb(I1�xBrx)3
(0# x # 1) perovskite lms on mp-TiO2/bl-TiO2/FTO substrates
are shown in Fig. 1, where ‘x’ indicates the amount of MABr (in
mole) in the mixture of MAI and MABr solution. The onset of
the absorption band is observed to shi to the lower wavelength
region with increasing MABr content in the mixed solvent i.e.
from 794 nm (1.57 eV) for pure iodide based perovskites to 556
nm (2.23 eV) for the bromide rich mixed halide perovskites. As a
result, the colour of the MAPbI3 perovskite lms was observed
to change from dark brown/black to red to orange (Fig. 1, inset
9222 | J. Mater. Chem. A, 2014, 2, 9221–9225
photographs (1 to 7)) with increasing bromide content. The
band-gaps extracted from the optical absorption measurements
are listed in Table 1 along with their estimated MAI : MABr
molar ratios and the respective compositions in the mixed
halide perovskite lms. The composition of halides in perov-
skite lms was estimated based on their measured band-gap
values as per the following relation, Eg(x)¼ 1.57 + 0.39x + 0.33x,2

where Eg is the band gap of the perovskite in eV and x is the
amount of Br relative to the amount of I.26 It is to be noted that
the estimated halide composition in the perovskite lm is
different from the initial MAI andMABr precursor composition,
which is probably due to the additional contribution of iodide
from the lead iodide precursor.

X-ray diffraction patterns shown in Fig. 2 provide further
conrmation that the sequential deposition process is
successful in producing mixed Br/I perovskites, and Pawley ts
of the diffraction data conrmed that the lattice parameters
varied appropriately when the smaller Br� (IR ¼ 1.96 Å) ion
substitutes the I� ion (IR ¼ 2.2 Å) (see Fig. 2a and b). The (004)
This journal is © The Royal Society of Chemistry 2014
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Fig. 2 Powder X-ray diffraction analysis of mixed lead halide perov-
skite films MAPb(I1�xBrx)3 (0 # x # 1) in the region of the tetragonal
(004)T & (220)T and cubic (200)C reflections (2q ¼ 27.5–31.0�); (b)
lattice parameters of pseudocubic or cubic MAPb(I1�xBrx)3 as a func-
tion of the Br content (x in moles) along with the precision of exper-
imental data fitting.

Fig. 3 The normalised IPCE spectra of the mixed lead halide perov-
skite devices. The numbers 1 to 7 represent the composition of the
mixed halide as represented in Table 2.
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and (220) reections of the tetragonal phase merge upon
increasing the bromide content (x) to a Bragg reection corre-
sponding to the (200) reection of the cubic phase at around x¼
0.2. Together with the perovskite phase, diffraction reections
consistent with TiO2 and FTO were identied in all diffraction
phases and were modelled with their respective reported
structural information (Fig. S2 and Table S1†). In addition, as
reported in the previous work the 001 reection for the 2H
polymorph of PbI2 was oen identied in the prepared thin
lms, which may indicate incomplete conversion to the perov-
skite phase or slight sample decomposition.19 Also consistent
with previous work the exchange of I� for Br� is in fairly close
agreement with Vegard's law but the slight deviation from this
trend at a higher Br� content may suggest that there is a small
miscibility gap, a site preference for the bromide in the perov-
skite octahedra, or further variations in symmetry as Br�

substitutes I�.26,27 This latter effect is currently under further
investigation via the preparation and the study of the single
crystal mixed-anion perovskites, and will be reported elsewhere.
The crystallite sizes of the perovskite phases were estimated
Table 2 Characteristic photovoltaic parameters, photocurrent density
mixed halide (iodide/bromide) perovskite devices, prepared by dipping a
various (v/v) ratios at a time interval of 20 minutes. The average and stan
the devices fabricated under identical fabrication conditions

Film no.
Estimated halide composition
in lead perovskite lms Jsc (mA cm�2)

1 MAPbI3 17.45 � 1.48
2 MAPb(I0.88Br0.12)3 13.89 � 0.42
3 MAPb(I0.74Br0.26)3 10.39 � 1.58
4 MAPb(I0.58Br0.42)3 8.20 � 2.62
5 MAPb(I0.41Br0.59)3 6.35 � 0.55
6 MAPb(I0.28Br0.72)3 3.18 � 1.22
7 MAPb(I0.05Br0.95)3 2.38 � 0.37

This journal is © The Royal Society of Chemistry 2014
using the Scherrer equation, and indicated that the perovskite
component of the thin lms had crystallite sizes of approxi-
mately 20–30 nm.

Table 2 illustrates the photovoltaic characteristic parameters
for perovskite devices prepared by dipping PbI2/mp-TiO2/bl-
TiO2/FTO substrates in the mixture of MAI : MABr in various
molar ratios for a 20 minute time interval. The corresponding
normalized IPCE data are shown in Fig. 3. The obtained effi-
ciencies for devices fabricated with MAPbI3 and MAP-
b(I0.05Br0.95)3 were 12.04% and 1.58%, respectively. The
characteristic I–V curves are shown in the ESI (Fig. S3†).
Although these values are lower than previous reports, optimi-
zation of the device fabrication conditions (for e.g., increasing
the TiO2 thickness or the PbI2 loading for perovskites with low
optical absorption coefficients) was not performed as it is not
the focus of the present work. A reduction in the Jsc is noted with
increasing Br content in the perovskite lms, due to the
increased band gap which results in the blue-shi of the
absorption onset. It has been reported that the charge transport
and recombination behavior of MAPb(I1�xBrx)3 were greatly
changed near x ¼ 0.58 in MAPb(I1�xBrx)3, although the MAP-
b(I1�xBrx)3 compound was uniformly formed in the entire
range.26
(Jsc), open circuit voltage (Voc), fill factor (FF) and efficiency (h) of the
PbI2/mp-TiO2/bl-TiO2/FTO substrate in the mixture of MAI : MABr for
dard deviation (s.d) values were calculated for four different batches of

Voc (V) FF (%) h (%)

0.977 � 0.074 61.13 � 1.81 10.64 � 1.97
0.890 � 0.092 65.31 � 6.78 8.13 � 0.91
0.936 � 0.023 61.95 � 1.70 6.13 � 0.85
0.898 � 0.028 65.84 � 2.85 4.63 � 1.49
0.834 � 0.064 52.40 � 1.83 2.80 � 0.51
0.940 � 0.135 48.54 � 14.92 1.39 � 0.98
0.832 � 0.159 49.81 � 6.67 1.03 � 0.49

J. Mater. Chem. A, 2014, 2, 9221–9225 | 9223
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Fig. 4 Field emissionmicroscopic (FESEM) images of mixed halide perovskite films with different halides namely; MAPbI3, MAPb(I0.58Brx0.42)3 and
MAPb(I0.05Br0.95)3: top (first row) and cross-sectional view (second row).
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Fig. 4 shows the FESEM images of the top (rst row) and
cross-sectional views (second row) of lms with different
perovskite compositions namely (a) MAPbI3, (b) MAP-
b(I0.59Brx0.41)3, (c) MAPb(I0.15Br0.85)3 and (d) MAPbBr3. The
FESEM images (top and cross-sectional views) of the perovskite
lms with different bromide contents are shown in the ESI
(Fig. S4†). The lm formed with an MAPbI3 composition shows
uniform perovskite formation with a thickness of approximately
180 nm. In the mixed halide perovskite lms, the increasing Br
content results in crystallites with alternative faceting, which
reects the change in crystal structure from tetragonal to cubic
symmetry. The length of crystals varies (220–320 nm) with the
Br content in the perovskite lm, resulting in nanorod like
morphological features. Such crystal growth is observed for
perovskite lms with bromide contribution >40%. The reduc-
tion in the solar cell efficiencies with increasing bromide
concentration may also be attributable to such rough
morphologies which result in poor coverage by the hole trans-
port layer. The process parameters such as perovskite formation
time and hole transport material concentration/deposition
conditions (due to different morphological features) need to be
optimised to achieve an improved device performance.
Conclusions

Band-gap tuning of perovskite lms has been demonstrated by
means of a sequential deposition method. The PbI2 lm
dipping time in halide precursors as well as the concentration
of halide precursors is noted to play a crucial role in deter-
mining the composition and thus the band-gap of mixed halide
perovskites. The incident photon to current efficiency (IPCE)
clearly shows the systematic shis towards lower wavelengths
with increasing Br content in the perovskite lms, in agreement
9224 | J. Mater. Chem. A, 2014, 2, 9221–9225
with optical absorption measurements. The modulation of the
bandgap is accompanied by morphological evolution as well.
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