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The ability to prepare, optically read out and coherently control single quantum states is a key

requirement for quantum information processing. Optically active solid-state emitters have

emerged as promising candidates with their prospects for on-chip integration as quantum

nodes and sources of coherent photons connecting these nodes. Under a strongly driving

resonant laser field, such quantum emitters can exhibit quantum behaviour such as Autler–

Townes splitting and the Mollow triplet spectrum. Here we demonstrate coherent control of a

strongly driven optical transition in silicon vacancy centre in diamond. Rapid optical detection

of photons enabled the observation of time-resolved coherent Rabi oscillations and the

Mollow triplet spectrum. Detection with a probing transition further confirmed Autler–

Townes splitting generated by a strong laser field. The coherence time of the emitted photons

is comparable to its lifetime and robust under a very strong driving field, which is promising

for the generation of indistinguishable photons.
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C
oherent control of atom–photon interfaces is vital in the
realization of quantum information protocols. In parti-
cular, the interface between solid-state qubits and photons

is a promising candidate for practical and scalable quantum
technologies1–5. Different types of defects in solids have been
studied so far and many of them show excellent optical or spin
properties to be proper quantum qubit candidates. Among
others, the nitrogen vacancy (NV) centres in diamond have
achieved partial success in spin–photon interface and spin–spin
entanglement mediated by photons1,2. However, despite the long
spin coherence times of the NV, the defect suffers from low
percentage (3–5%) of the total emission into its weak zero
phonon line (ZPL) and from strong inhomogeneous broadening.
Recently, increased efforts have been made to identify other solid-
state qubits with improved inherent properties. The silicon
vacancy (SiV) centre in diamond is one potential candidate,
with B70% of the photons emitted into the ZPL6,7. Different
SiV defects exhibit intrinsically identical spectral properties in
low-strain bulk diamond8,9 and nearly transform-limited
linewidth9–12. SiV spin coherence times are in the range of
B40 ns at cryogenic (4 K) temperatures13,14. It is important to
note that the coherence times are only limited by spin relaxation
time and are estimated to increase dramatically at lower
temperatures15. As a result, the SiV defect has become a
promising candidate to be a key building block for quantum
information processing.

Towards this goal, preparation and coherent control of the
emitted photons from SiV is a prerequisite. For a two-level system
under strong pumping resonant field excitation, state population
will oscillate between the ground and the excited states, also
known as Rabi oscillations. In the frequency domain, the
emission under continuous wave (cw) laser excitation will exhibit
the Mollow triplet spectrum16, which is a hallmark for quantum
coherent control and enables a robust approach to generate single
photons with detuned frequency from the resonance17–25.

In this work, we demonstrate coherent control of a strongly
driven single SiV defect in diamond. In particular, we observe
Rabi oscillations with fast photon detection using both a
nanosecond laser pulse and a cw laser field. A Fourier transform
of the time-resolved detection combined with laser detuning
results in an observation of the Mollow triplet spectrum. In the
frequency domain, the Autler splitting has been confirmed by a
L-shape energy scheme13,14. In the above measurements, photon
coherence, which is critical for photon interference in building a
quantum network, has been characterized in both the low- and
the high-power regime.

Results
Transitions in a single SiV in diamond. The SiV defect consists
of an interstitial silicon atom, neighbouring two vacancies along a
[111] crystallographic axis in diamond26, as shown in Fig. 1a. The
defect is negatively charged and has a D3d symmetry, which is
inert to strain and fluctuating electric fields27–29. The electronic
structure and optical transitions of the negatively charged SiV in
diamond have been characterized in detail recently28–30. Both
ground and excited states of the SiV ZPL are split due to spin–
orbit coupling, resulting in four lines at cryogenic temperature as
shown in Fig. 1b (black solid lines). In our experiment, the
transitions are successfully identified by scanning a resonant
laser and recording the photoluminescence at the same time
(see Supplementary Fig. 1). For the current work, coherent
control is performed on transition C as marked in Fig. 1b.
Transition C is associated with the lower energy levels in both the
excited state and ground state in SiV. It does not suffer from fast
relaxation from the upper branches of the energy levels, therefore

offering a better count rate and longer coherence times compared
with the A, B and D transitions. By resonantly exciting transition
C and collecting the photons at the phonon sideband above
750 nm, a narrow linewidth of 219 MHz at saturation power is
achieved (Fig. 1c). The linewidth without power broadening is
154 MHz, close to the transform-limited linewidth of 86 MHz,
calculated from a direct lifetime measurement that is shown in
Fig. 1d.

Time-resolved Rabi oscillations. We first demonstrate real-time
observation of the time-resolved Rabi oscillations measured with
a superconducting detector with a short jitter time. In the time
domain, a strong resonant cw laser coupled to a two-level system
yields oscillations of the excited state population and can be

described by sin2(Ogt/2), where Og ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
D2þO2

p
, where D is the

laser detuning, O¼mE/‘ is the bare Rabi frequency, m is the
optical transition dipole moment and E is the driving field
amplitude. In the frequency domain, the physics model can be
best demonstrated with a dressed state as shown in Fig. 1b (red
dashed lines). Under a strong laser field, the ground state and
excited state will split (Autler–Townes splitting) into two states

separated by an energy Og ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
D2þO2

p
. Two frequencies of the

emission from four transitions are degenerate and therefore
the dressed state will result in an emission pattern with three
Lorentzian lines with centre frequency v0þD and v0þD±Og.

In our experiment, a 5 ns laser pulse is used to excite a single
SiV centre. The emitted photons are collected and analysed with a
time-correlated single-photon counting system (see Methods). As
shown in Fig. 2a, the Rabi oscillations are clearly observed with a
shorter oscillation period corresponding to a higher excitation
power. The curves are fitted with the theoretical value of excited
state population, which can be expressed as (up to a displacement
time dt)19

P ¼ 1� e� Z tj j cos m tj jð Þþ Z
m

sin m tj jð Þ
� �

ð1Þ

Here Z¼ 1/2T1þ 1/2T2 and m ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
O2

g þð1=2T1� 1=2T2Þ2
q

,
where T1 and T2 are the lifetime and the photon coherence time,
respectively. In the fitting, T2 and Og are used as free parameters,
while the measured T1 value is 1.85±0.02 ns. The extracted Rabi
frequency is linearly proportional to the square root of the
excitation power, confirming the Rabi oscillation behaviour
(Fig. 2b). Average value of T2 is calculated to be 1.62 ns, smaller
than the ideal value 2T1¼ 3.7 ns. This is likely to be due to the
pure dephasing of the excited state. More importantly, as shown
in Fig. 2c, the value of T2 stays above 1.3 ns even with a Rabi
frequency of 12 GHz, corresponding to 300 times of saturation
power. This shows that no apparent excitation induced dephasing
is observed. This can be partially explained by the weak electron–
phonon coupling of the SiV and the reduced sensitivity to
fluctuating electric fields within the diamond lattice8–12. Robust
T2, combined with the frequency stability and efficient generation
of SiV single photons, shows the feasibility of SiV as an efficient
and coherent single photon source.

The plot of the time-dependent fluorescence intensity profile as
a function of laser detuning is shown in Fig. 2d. With the laser
detuning, the oscillation frequency is increased to the generalized

Rabi frequency
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
O2þD2

p
. To best illustrate this phenomenon, a

Fourier transform of each curve is taken and the frequency
components are shown as a function of the laser detuning. Three
peaks corresponding to the three frequency components of the
Mollow triplet can clearly be seen. The dashed lines in Fig. 2e

corresponds to the theoretical centre frequency v0þD �ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
O2þD2

p
with O extracted when the laser detuning is 0.
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Photon correlation measurement. To study the quantum nature
of a single SiV defect in more detail, the second-order correlation
function g(2)(t)¼hI(t)I(tþ t)i/hI(t)i2 is recorded as a function of
excitation power using a Hanbury–Brown–Twiss setup. For a
perfect single-photon emitter, g(2)(0)¼ 0. In our experiment
(Fig. 3a), the resonantly excited SiV shows a g(2)(0)¼ 0.061±
0.026 at saturation power, without correcting for the detector
response time. When the transition is driven strongly (above
saturation), oscillations with different periods are observed in
the delay time range of [0, ±5] ns. Unlike the single-photon
detection experiment in the above paragraphs where the time 0 is
set by the excitation pulse rising time, here the start signal is
set by the detection of the first emitted photon in the g(2)(t)
measurement. The first photon (start signal) prepares the system
into the ground state and the second photon (stop signal) will
show the population of the excited state, which varies due to the
Rabi oscillations. The measured g(2)(t) data (Fig. 3a) are fitted
with the same equation (1) up to a scaling factor, A, and displace-
ment count Dg due to the effect of background and the impulse
response function of the finite detector. A single set of
T1¼ 1.85±0.02 ns and T2¼ 1.62 ns fits the data well at different
excitation powers. The Rabi frequencies extracted from the fitting
are plotted as a function of the square root of the laser power,
showing an expected linear relationship (Fig. 3b) comparable to
the one obtained from the time-resolved Rabi oscillations
experiment.

Autler–Townes splitting. In addition to the Fourier transform
analysis of the time-resolved Rabi oscillations, the Autler–Townes
splitting can be observed in the frequency domain. To demon-
strate this, the same transition C is resonantly strongly driven and

is probed using transition D. The energy level structure to probe
the splitting is shown in Fig. 4a. Consider a L system that
includes a strongly pumped transition C (O2

C much larger than
Psat) and a weakly probed transition D. The C and D transitions
have different ground states and share the same excited state.
A pump laser is tuned to the C transition and a probe laser is
scanned across the D transition. The detuning of the laser relative
to the C (D) transition is indicated by DC(DD)and the Rabi fre-
quencies of the C (D) transitions are denoted as OC(OD). Similar
to the coherent population trapping, the fluorescence intensity
will show a dip around DD¼ 0 due to the destructive interference
between the dipole moment of transition C and D. If one of the
transitions is strongly pumped, the splitting related to the
observed dip will correspond to the splitting of the excited state
also known as Autler–Townes splitting.

In the experiment, we vary the laser power for the C transition,
whereas the power of the probe laser for the D transition is fixed.
The normalized fluorescence intensity as a function of DD is
shown in Fig. 4b. The value of OC is obtained by fitting the data
with the Lindblad master equation (details can be found in
Supplementary Note 1, Supplementary Fig. 2 and Supplementary
Table 1). The value of the dip width is larger, as the power
pumping on transition C increases, consistent with the Autler–
Townes splitting. The OC values extracted from the fitting are
plotted as a function of the square root of the laser power,
showing an expected linear relationship (Fig. 4c) comparable to
the one obtained from the time-resolved Rabi oscillation
experiment. To get more information on the fluorescence
characteristics as a function of the laser detuning, intensity
measurements are recorded by varying DC and DD, while keeping
the C transition excitation power fixed at B20Psat. The measured
data are shown in Fig. 4d, where the yellow dotted line is a guide
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to the eye and the data are in good agreement with the simulated
values (Fig. 4e).

Rabi oscillations and Ramsey fringes with pulsed excitation. In
the last part, we demonstrate coherent control of SiV optical
transition with a pulsed laser. To avoid cross-excitation of
other unwanted transitions, a 200 ps laser with 80 MHz repe-
tition rate is generated after a two-stage filtering setup based on

a spectrometer and a fused silica etalon (Light machinery,
FSR 30 GHz, Finesse 20, see Methods for detailed setup).
As shown in Fig. 5a, the photon counts show Rabi oscillations
with the increase of the laser power coupled to the optical
transition. As expected, the oscillation follows a sine curve as a
function of the square root of the excitation power. Further-
more, two p/2 pulses with a delay t are used to measure the
Ramsey fringes. The photon counts oscillate as the delay
between the two p/2 pulses changes. As shown in Fig. 5b, we
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extract the maximum and minimum of the Ramsey fringe
envelopes around delay t. The visibility of the oscillation as a
function of the delay t is shown in Fig. 5c. With t larger, the

visibility will be smaller, which is related to both fluorescence
lifetime and dephasing rate T�2 . An exponential decay fitting of
the visibility of the Ramsey fringes yields T2¼ 780±141 ps,
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which is consistent with the linewidth measurement for this
transition.

Discussion
We demonstrated coherent control of a strongly driven optical
transition of a single SiV defect in diamond. The SiV defects
studied in this work are embedded in nanodiamond particles.
Unlike the NV centre that only exhibits excellent quantum
properties when embedded in a large ultra-pure bulk crystal, the
availability of suitable quantum systems in nanodiamonds offers
a great advantage. For instance, it opens up possibilities for
engineering scalable hybrid quantum photonic systems by
manipulating the nanodiamond hosting the SiV defect onto a
photonic crystal cavity or a waveguide to engineer quantum
registers. The coherence time of SiV emission is long and robust
even at high excitation powers. This aspect is important for
connecting quantum nodes through Hong–Ou–Mandel inter-
ference experiments31. Several immediate research directions
emerge in the next steps: the Mollow Triplet photons in each
sideband can be separated by the combination of a Michelson
interferometer and Fabry–Perot filters32. The role of the
fabry-perot filter (FB) is to filter out the excitation laser and
produce a frequency tunable single-photon source by detuning
the excitation laser frequency. A detailed study of the photon
statistical signature can be made for the triplet emission32. In
addition, the coupling of a Mollow triplet sideband to an optical
cavity may lead to a strongly enhanced resonant sideband33–35,
enabling a tunable dressed state laser36. Finally, under magnetic

field the spin-resolved Mollow triplet may assist in single-shot
spin readout25 or spin-photon interfaces.

Methods
Experimental setup. The sample was mounted on a 4 K cryostation
(Montana Instruments). A home-built confocal microscope system was
used to excite the sample and collect the fluorescence through a 0.8 NA
Nikon objective. In the photoluminescence excitation experiment, a tita-
nium:sapphire (Ti:sapph) laser with o5 MHz linewidth was used to excite
the sample. The phonon sideband (4750 nm) of the emission was collected
and guided to an avalanche photo diode through a single-mode fibre. In the
photon correlation antibunching measurement, the emission was guided to a
beam splitter. Two avalanche photo diodes were used to record the counts
and connected to a time-correlated photon counting card (Picoharp, PH300).
In the time-resolved Rabi oscillation experiment, an arbitrary waveform
generator (Technotronix AWG7000) was used to generate the pulse trig-
gering an electro-optic modulator and to synchronize the whole experiment.
The emission was guided to a low jitter (B30 ps) superconducting single-
photon detectors. For the Autler–Townes splitting detection, two lasers
(Ti:sapphire laser and a diode laser) were combined together using a beam
splitter and then guided to the excitation arm. All lasers were locked to a
wavemeter with 10 MHz accuracy and feedback speed of 500 Hz, to avoid centre
wavelength drift. In the time-resolved Rabi oscillation, photon correlation
and Autler–Townes experiment, we collected the emission with polarization
perpendicular to the input laser, to suppress residual counts from the excitation
laser.

Two-stage filtering system. The two-stage filtering system is used to produce
the 200 ps pulse lasers from a 1 ps Ti:sapphire laser. The narrowing of the laser
transition helps to avoid multi-excitation of other unwanted SiV transitions. The
two-stage filtering system used in the picosecond-excitation experiment is shown
in Fig. 6. In the first stage, the picosecond laser was filtered by an Andor
Shamrock 500i spectrometer system. After the first-stage filtering, the picose-
cond laser was narrowed to 16 GHz. The second-stage filtering was based on a

Fused silica etalon (light machinery)

50:50 BS

50:50 BS

Retroreflector
Thorlabs PS976/M

To confocal set up

Picosecond laser source (spectra physics tsunami)
1 ps with 80 MHz repetition rate

Plano-convex lens (LA1433B ) 
Slit

Shamrock 500i imaging spectrometer

1,200 lines per mm grating

Plano-convex lens (LA1433B ) 

SMF SMF

SMF

First-stage filtering

Second-stage filtering

Delay generation in
Ramsey sequence

Figure 6 | Schematic of the two-step filtering system. The picosecond laser was first filtered by an Andor Shamrock 500i spectrometer system with a

1,200-line-per-mm grating and further narrowed by a fused silica etalon. After two-stage filtering, the linewidth of the pulsed laser was around 1.65 GHz.

The third part was used to generate the delay between two pulses in the Ramsey sequence. The beam was first split by a 50:50 beam splitter (BS).

One arm of the beam was delayed and combined with the other undelayed pulse by another 50:50 beam splitter. The beam was guided by single mode

fiber (SMF).
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fused silica etalon (FSR 30 GHz, FinesseB20) and after filtering, the picosecond
laser was narrowed to 1.65 GHz, which is sufficient to avoid cross-excitation. In
the Ramsey experiment, the laser beam was split by a 50:50 beam splitter. One
arm of the beam was delayed by moving the retro-reflector (Thorlabs PS976/M)
and then combined with the other undelayed beam using another 50:50 beam
splitter.

Diamond growth. The diamond sample was grown using a microwave plasma
chemical vapour deposition technique. Detonation nanodiamonds (4–6) nm were
dispersed on a silicon substrate and used as seeds for the diamond growth. The
growth condition was 60 Torr, 950 W. The final size of the nanodiamonds was
several hundreds of nanometres.

Note added. In preparation of this manuscript, we noted a paper reporting a
complementary method for measuring the Rabi oscillations37.

Data availability. All summary data are included in the manuscript and
Supplementary Information. Requests for more detailed data collected for this
study are available from the corresponding author on request.

References
1. Togan, E. et al. Quantum entanglement between an optical photon and a solid-

state spin qubit. Nature 466, 730–734 (2010).
2. Bernien, H. et al. Heralded entanglement between solid-state qubits separated

by three metres. Nature 497, 86–90 (2013).
3. Gao, W. B., Fallahi, P., Togan, E., Miguel-Sanchez, J. & Imamoglu, A.

Observation of entanglement between a quantum dot spin and a single photon.
Nature 491, 426–430 (2012).

4. De Greve, K. et al. Quantum-dot spin-photon entanglement via frequency
downconversion to telecom wavelength. Nature 491, 421–425 (2012).

5. Schaibley, J. R. et al. Demonstration of quantum entanglement between a single
electron spin confined to an InAs quantum dot and a photon. Phys. Rev. Lett.
110, 167401 (2013).

6. Neu, E. et al. Single photon emission from silicon-vacancy colour centres in
chemical vapour deposition nano-diamonds on iridium. New J. Phys. 13,
025012 (2011).

7. Collins, A. T., Allers, L., Wort, C. J. & Scarsbrook, G. A. The annealing of
radiation damage in de Beers colourless CVD diamond. Diamond Related
Mater. 3, 932 (1994).

8. Rogers, L. J. et al. Multiple intrinsically identical single-photon emitters in the
solid state. Nat. Commun. 5, 4739 (2014).

9. Evans, R. E., Sipahigil, A., Sukachev, D. D., Zibrov, A. S. & Lukin, M. D.
Narrow-linewidth homogeneous optical emitters in diamond nanostructures
via silicon ion implantation. Phys. Rev. Appl. 5, 044010 (2016).

10. Li, K., Zhou, Y., Rasmita, A., Aharonovich, I. & Gao, W. B. Nonblinking
emitters with nearly lifetime-limited linewidths in CVD nanodiamonds. Phys.
Rev. Appl. 6, 024010 (2016).

11. Jantzen, U. et al. Nanodiamonds carrying silicon-vacancy quantum emitters
with almost lifetime-limited linewidths. New J. Phys. 18, 073036 (2016).

12. Sipahigil, A. et al. Indistinguishable photons from separated silicon-vacancy
centers in diamond. Phys. Rev. Lett. 113, 113602 (2014).

13. Rogers, L. J. et al. All-optical initialization, readout, and coherent preparation of
single silicon-vacancy spins in diamond. Phys. Rev. Lett. 113, 263602 (2014).

14. Pingault, B. et al. All-optical formation of coherent dark states of silicon-
vacancy spins in diamond. Phys. Rev. Lett. 113, 263601 (2014).

15. Jahnke, K. D. et al. Electron–phonon processes of the silicon-vacancy centre in
diamond. New J. Phys. 17, 4 (2015).

16. Mollow, B. R. Power spectrum of light scattered by two-level systems. Phys. Rev.
188, 1969–1975 (1969).

17. Wu, F. Y., Grove, R. E. & Ezekiel, S. Investigation of the spectrum of resonance
fluorescence by a monochromatic field. Phys. Rev. Lett. 35, 1426–1429 (1975).

18. Wrigge, G. et al. Efficient coupling of photons to a single molecule and the
observation of its resonance fluorescence. Nat. Phys. 4, 60–66 (2007).

19. Batalov, A. et al. Temporal coherence of photons emitted by single nitrogen-
vacancy defect centers in diamond using optical Rabi-oscillations. Phys. Rev.
Lett. 100, 77401 (2008).

20. Robledo, L., Bernien, H., van Weperen, I. & Hanson, R. Control and coherence
of the optical transition of single nitrogen vacancy centers in diamond. Phys.
Rev. Lett. 105, 177403 (2010).

21. Stievater, T. H. et al. Rabi oscillations of excitons in single quantum dots. Phys.
Rev. Lett. 87, 133603 (2001).

22. Xu, X. et al. Coherent optical spectroscopy of a strongly driven quantum dot.
Science 317, 929–932 (2007).

23. Muller, A. et al. Resonance fluorescence from a coherently driven
semiconductor quantum dot in a cavity Phys. Rev. Lett. 9, 187402 (2007).

24. Flagg, E. B. et al. Resonantly driven coherent oscillations in a solid-state
quantum emitter. Nat. Phys. 5, 203–207 (2009).

25. Vamivakas, N. A. et al. Spin-resolved quantum-dot resonance fluorescence.
Nat. Phys. 5, 198–202 (2009).

26. Goss, J. P., Jones, R., Breuer, S. J., Briddon, P. R. & Oberg, S. The twelve-line
1.682eV luminescence center in diamond and the vacancy-silicon complex.
Phys. Rev. Lett. 77, 3041 (1996).

27. Goss, J. P., Briddon, P. R. & Shaw, M. J. Density functional simulations of
silicon-containing point defects in diamond. Phys. Rev. B 76, 075204 (2007).

28. Rogers, L. J. et al. Electronic structure of the negatively charged silicon-vacancy
center in diamond. Phys. Rev. B 89, 235101 (2014).

29. Hepp, C. et al. Electronic structure of the silicon vacancy color center in
diamond. Phys. Rev. Lett. 112, 036405 (2014).

30. Muller, T. et al. Optical signatures of silicon-vacancy spins in diamond. Nat.
Commun. 5, 3328 (2014).

31. Sipahigil, A. et al. An integrated diamond nanophotonics platform for quantum
optical networks. Science 354, 847–850 (2016).

32. Ulhaq, A. et al. Cascaded single-photon emission from the Mollow triplet
sidebands of a quantum dot. Nat. Photonics 6, 238–242 (2012).

33. Kim, H., Shen, T., Roy-Choudhury, K., Solomon, G. S. & Waks, E. Resonant
interactions between a mollow triplet sideband and a strongly coupled cavity.
Phys. Rev. Lett. 113, 027403 (2014).

34. Loncar, M. & Faraon, A. Quantum photonic networks in diamond. MRS Bull.
38, 144 (2013).

35. Faraon, A. et al. Coupling of nitrogen-vacancy centers to photonic
crystal cavities in monocrystalline diamond. Phys. Rev. Lett. 109, 033604
(2012).

36. Quang, T. & Freedhoff, H. Atomic population inversion and enhancement of
resonance fluorescence in a cavity. Phys. Rev. A 47, 2285–2292 (1993).

37. Becker, J. N. et al. Ultrafast all-optical coherent control of single silicon vacancy
colour centres in diamond. Nat. Commun. 7, 13512 (2016).

Acknowledgements
We thank Christoph Becher for discussion. We acknowledge the support from the
Singapore National Research Foundation through a Singapore 2015 NRF fellowship
grant (NRF-NRFF2015-03) and its Competitive Research Program (CRP Award Number
NRF-CRP14-2014-02), and Astar QTE project. I.A. is the recipient of an Australian
Research Council Discovery Early Career Research Award (Project Number
DE130100592). Partial funding for this research was provided by the Air Force Office
of Scientific Research, United States Air Force (grant FA2386-15-1-4044). Q.X. grate-
fully thanks the Singapore National Research Foundation via Investigatorship
award (NRF-NRFI2015-03) and the Ministry of Education for an AcRF Tier2 grant
(MOE2012-T2-2-086).

Author contributions
Y.Z. and W.-b.G. designed the experiment. Y.Z., A.R., K.L., Q.H.X. and W.-b.G. built the
optical set-up and performed the optical measurements. Y.Z., A.R., K.L., Q.H.X., I.A. and
W.B.G. wrote the manuscript. A.R. performed the simulations. I.A. grew the sample.
All authors contributed to the discussion of the results and to the manuscript.

Additional information
Supplementary Information accompanies this paper at http://www.nature.com/
naturecommunications

Competing financial interests: The authors declare no competing financial interests.

Reprints and permission information is available online at http://npg.nature.com/
reprintsandpermissions/

How to cite this article: Zhou, Y. et al. Coherent control of a strongly driven
silicon vacancy optical transition in diamond. Nat. Commun. 8, 14451
doi: 10.1038/ncomms14451 (2017).

Publisher’s note: Springer Nature remains neutral with regard to jurisdictional claims in
published maps and institutional affiliations.

This work is licensed under a Creative Commons Attribution 4.0
International License. The images or other third party material in this

article are included in the article’s Creative Commons license, unless indicated otherwise
in the credit line; if the material is not included under the Creative Commons license,
users will need to obtain permission from the license holder to reproduce the material.
To view a copy of this license, visit http://creativecommons.org/licenses/by/4.0/

r The Author(s) 2017

NATURE COMMUNICATIONS | DOI: 10.1038/ncomms14451 ARTICLE

NATURE COMMUNICATIONS | 8:14451 | DOI: 10.1038/ncomms14451 | www.nature.com/naturecommunications 7

http://www.nature.com/naturecommunications
http://www.nature.com/naturecommunications
http://npg.nature.com/reprintsandpermissions/
http://npg.nature.com/reprintsandpermissions/
http://creativecommons.org/licenses/by/4.0/
http://www.nature.com/naturecommunications

	title_link
	Results
	Transitions in a single SiV in diamond
	Time-resolved Rabi oscillations
	Photon correlation measurement
	Autler-Townes splitting

	Figure™1The SiV defect.(a) Atomic structure of a SiV colour centre in diamond. A silicon atom (yellow) is neighbouring two carbon vacancies (labelled V) in a diamond lattice. (b) Mollow triplet and SiV energy level scheme. The ZPL is at 737thinspnm. The e
	Rabi oscillations and Ramsey fringes with pulsed excitation

	Figure™3Photon correlation measurements.(a) Raw data (black)of the second-order correlation function g(2)(tau), fit with equation™(1) (red). The g(2)(tau) is normalized to 1 at infinite delay times. Psat is the saturation power sim20thinspnW. T1=1.85PlusM
	Figure™2Time-resolved Rabi oscillations.(a) Rabi oscillations of the C transition when excited with a 5thinspns laser pulse at three different excitation powers. Laser pulse period is 15thinspns. Fitting of the curves with equation™(1) results in the Rabi
	Figure™4Autler-Townes splitting detection.(a) Level structure of the Autler-Townes splitting detection scheme. A much stronger laser is resonantly pumping the C transition while a probing laser is detuned on the D transition to detect the excited energy l
	Figure™5Ultrafast control of the SiV optical transition.(a) Rabi oscillation with pulsed excitation. The photon counts (black) are recorded as a function of square root of power, the raw data are fitted using a sine function (red). (b) The photon count os
	Discussion
	Methods
	Experimental setup
	Two-stage filtering system

	Figure™6Schematic of the two-step filtering system.The picosecond laser was first filtered by an Andor Shamrock 500i spectrometer system with a 1,200-line-per-mm grating and further narrowed by a fused silica etalon. After two-stage filtering, the linewid
	Diamond growth
	Note added
	Data availability

	ToganE.Quantum entanglement between an optical photon and a solid-state spin qubitNature4667307342010BernienH.Heralded entanglement between solid-state qubits separated by three metresNature49786902013GaoW. B.FallahiP.ToganE.Miguel-SanchezJ.ImamogluA.Obse
	We thank Christoph Becher for discussion. We acknowledge the support from the Singapore National Research Foundation through a Singapore 2015 NRF fellowship grant (NRF-NRFF2015-03) and its Competitive Research Program (CRP Award Number NRF-CRP14-2014-02),
	ACKNOWLEDGEMENTS
	Author contributions
	Additional information




